818.1

Acceptance

Test as follows:

Test Method
Gradation GDT 4
Volume change GDT 6
Maximum dry density GDT 7
Materials Warranty

General Provisions 101 through 150.

Section 817—Shoulder Material

817.1 General Description

This section includes the requirements for material used in shoulder construction.

817.1.01 Related References

A.

Standard Specifications
Section 810—Roadway Materials
Referenced Materials

General Provisions 101 through 150.

817.2 Materials
817.2.01 Select Shoulder Material

A.

Requirements

Unless otherwise shown on the Plans or in the Special Provisions, use shoulder material that meets the requirements in
Subsection 8§10.2.01.A.1 for Class I soil.

Fabrication

General Provisions 101 through 150.
Acceptance

See Subsection 810.2.01.C.
Materials Warranty

General Provisions 101 through 150.

Section 818—Crushed Aggregate Subbase

818.1 General Description
Specifications for this work will be included elsewhere in the Contract.
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